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We study the electrical transport properties of well-contacted ballistic single-walled carbon nan-

otubes in a three-terminal configuration at low temperatures.

We observe signatures of strong

electron-electron interactions: the conductance exhibits bias-voltage-dependent amplitudes of quan-
tum interference oscillation, and both the current noise and Fano factor manifest bias-voltage-
dependent power-law scalings. We analyze our data within the Tomonaga-Luttinger liquid model
using the non-equilibrium Keldysh formalism and find qualitative and quantitative agreement be-

tween experiment and theory.
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Single-walled carbon nanotubes (SWNTs) continue
to provide numerous experimental and theoretical op-
portunities to investigate one-dimensional physics upon
their unique chemical, mechanical, optical and electronic
properties [ll]. Electrical transport measurements with
SWNTs have probed remarkable electronic properties
primarily via conductance. The ideal conductance of
SWNTs is 2Gq = 2(2¢?/h) due to spin and orbital de-
generacy in principle, where e is the elementary charge
and h is Planck’s constant; however, the measured con-
ductance is influenced by the quality of the contacts be-
tween a tube and electrodes. For SWNTs weakly cou-
pled to their electron reservoirs (the tunnelling regime),
the conductance exhibits a power-law dependence on the
drain-source voltage and/or temperature as an indication
of a Tomonaga-Luttinger liquid (TLL) [2, ). In contrast,
Pega et al. theoretically analyzed SWNTSs strongly cou-
pled to the electron reservoirs (the ohmic regime), claim-
ing that the differential conductance versus the drain-
source bias voltage and the gate voltage would unveil
traits of the spin-charge separation [4]. Recent theoret-
ical efforts have sought to extend the TLL analysis of
ohmic SWNTs to include their current noise properties
|5, ). Corresponding experimental observations in this
regime have remained elusive.

Shot noise, non-equilibrium current fluctuations, origi-
nates from the stochastic transport of quantized charged
carriers. It probes the second-order temporal correla-
tion of electron current, which often manifests certain
microscopic physical mechanisms of the conduction pro-
cess. When Poisson statistics governs the emission of
electrons from a reservoir electrode, the spectral density
of the current fluctuations reaches its full shot noise spec-
tral density, S = 2el, where I is the average current. In a
mesoscopic conductor, non-equilibrium shot noise occurs
due to the random partitioning of electrons by a scat-
terer, and it may be further modified as a consequence of

the quantum statistics and interactions amongst charged
carriers [d]. A conventional measure characterizing the
shot noise level in mesoscopic conductors is the Fano fac-
tor F' = S/2el, the ratio of the measured noise power
spectral density S to the full shot noise value. Despite
growing interest in the shot noise properties of TLLs, cur-
rent noise measurements in nanotubes have only recently
been executed due to the difficulty to achieve highly-
transparent (ohmic) contacts and a high signal-to-noise
ratio between the weak excess-noise signal and the preva-
lent background noise [€], although the shot noise prop-
erties of SWNTs in the tunnelling regime with no TLL
features have been reported [9].

In this letter, we address an experimental and theoret-
ical study of differential conductance and low-frequency
shot noise with well-contacted individual SWNTs at lig-
uid *He temperatures. Experimental results on the dif-
ferential conductance and low-frequency shot noise reveal
clear features of electron-electron interaction. Quantum
interference oscillation amplitudes in differential conduc-
tance are strongly suppressed at high bias voltages. In
addition, the shot noise and the Fano factor exhibit par-
ticular power-law scalings with the bias voltage.

SWNT devices have a three-terminal geometry:
source, drain, and backgate as illustrated in Fig. [0l The
SWNTs were synthesized using an Iron-based Alumina-
supported catalyst with a chemical vapor deposition
method on a heavily doped Si substrate with a 0.5 um-
thick thermal oxide [10]. The Si substrate was used as
the backgate. The metal electrodes were patterned by
electron beam lithography, defining the device length.
Ti/Au, Ti-only, and Pd metal electrodes were used,
which featured low-resistance contacts. Atomic force mi-
croscopy imaging enabled us to select devices consisting
of a single isolated SWNT with 1.5 ~ 3.5 nm diameter
and 200 ~ 600 nm length. We measured the current -
gate voltage (V) relation at room temperature in order
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FIG. 1: (Color online) Illustration of a three-terminal SWNT
device. The values of the interaction parameter g are in-
dicated in the metal electrodes (¢ = 1) and in the SWNT
(g9 < 1). Inset: atomic force microscope image of a device.

to distinguish metallic from semiconducting tubes. The
resistance of selected metallic SWNT devices was typi-
cally 12 ~ 50 k2 at room temperature and about 9 ~ 25
kQ at 4 K. SWNTs well-contacted to two electrodes with
finite reflection coefficients produced a Fabry-Perot (FP)
oscillation pattern in differential conductance dI/dVys,
(Vas is the drain-source voltage) as an evidence of ballis-
tic transport ,E] Our devices showed the FP inter-
ference at low Vg, whose diamond structures are caused
by the confinement along the longitudinal direction due
to the potential barriers at the interfaces with two metal
electrodes (Fig. B(a)). Contrary to the usual FP oscilla-
tions, we found in all devices that the interference pat-
tern fringe contrast reduced in magnitude at high Vs as
shown in Fig. B(a). This feature cannot be explained by
the standard Fermi liquid (FL) theory, which predicts a
constant oscillation amplitude regardless of the bias volt-
age ﬂﬂ]

Following Ref. M], we model our device as a TLL with
two barriers separating the metal reservoirs from the
SWNT and with spatially inhomogeneous interaction pa-
rameter g. The interaction is assumed to be strong in the
SWNT (0 < g < 1) and weak in the higher dimensional
metal reservoirs (g = 1). The TLL without the barriers
is described by the bosonized Hamiltonian ﬂﬁ] Hewnr =
(vp/2m) >, fd:z: 0rta)? + 97 2(2)(0:0,)?], where 0,(x)
and II,(z) = —0,¢, /7 are conjugated bosonic variables,
ie. [0q(x),IIp(2")] = idapd(z — 2'), and vp is the Fermi
velocity. The four conducting transverse modes of the
SWNT in the FL theory are transformed to four collec-
tive excitations in the TLL theory: one interacting col-
lective mode (a =1, g, = g) of the total charge and three
non-interacting collective modes (a = 2 — 4,9, = 1) in-
cluding spin. These modes are partially reflected at the
two barriers. The interacting mode further experiences
momentum-conserving reflections due to the mismatch
of g at the interfaces [14]. We compute dI/dVgs using
the Keldysh formalism and treat the barriers as a weak
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FIG. 2: (Color online) The differential conductance (dI/dVas)
graphs in units of 2Gq. (a) Density plot in the drain-source
voltage (Vis) and the gate voltage (V). (b) Theoretical
dI/dVgs in Vs at a given V; for g = 1 (no interaction, blue)
and g = 0.25 (strong interaction, red) with Uy = 0.14 and
Uz =0.1 at T =4 K. (c) Three experimental traces at Vz = -
9V (top), Ve= - 8.3 V (middle), and V; = - 7.7 V (bottom).
(d) Theoretical traces at T = 4 K for Uz = - 0.1 (top), Uz =
0 (middle) and Uz = 0.1 (bottom) with U; = 0.14.

perturbation. We obtain I = e(2/7)f; = 2GqVis — I
where Ip is given to leading order in the backscattering

amplitudes as [, 7]
Ra(t ) Vast
dtec“(t) sin (#) sin (er) ‘ )
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where tp = L/vp is the travelling time for a non-
interacting mode along the SWNT length L. The
backscattered current Iy consists of two contributions:
the term proportional to U; represents the incoherent
sum of backscattering events at the two barriers and the
term associated with Us results in the FP oscillations
due to the coherent interference between backscattering
events from different barriers. At high Vys, the Up-term
in Eq. (@) dominates and the oscillation amplitude de-
creases. U; and U, are independent of Vgs, but Us de-
pends periodically on Vg m] The interaction parameter
g is involved in the time integral through C, (¢) and Ry (t),
which are correlation and retarded functions of the fields
0, and ¢,, respectively. These Green’s functions contain
a sum over all four collective modes and their forms are
obtained at zero [, [14] and finite temperatures [17].

Figure BA(b) contrasts the effect of electron-electron
interaction (g = 0.25 (red)) on dI/dVys with its non-
interacting counterpart (¢ = 1 (blue)) for a SWNT of
length L ~ 360 nm with fitting parameters U; = 0.14




and Uy = 0.1. The amplitude of the FP oscillation is
damped at high Vs compared to that at low Vis. Ex-
perimental traces show the trend of the FP oscillation
amplitude reduction as predicted by the TLL theory for
g = 0.25; however, the overall conductance of real devices
was lower than that in theory. To identify the TLL fea-
ture uniquely in experiments requires one to increase Vgs
above the levelspacing f/2¢gtr. Note that the tendency
of amplitude reduction in experimental data cannot be
reproduced by the reservoir heating model [17] which as-
serts that the dissipated power V2 (dI/dVgs) leads to a
bias-voltage dependent electron temperature [18]. We
have tested this effect for the non-interacting case (¢ =
1) in our theory and have found that it causes a slight
damping of the FP-oscillations (Us-term) but the inco-
herent part (U;-term) is independent of temperature [13].
The temperature effect, therefore, fails to account for the
experimentally observed enhanced backscattering ampli-
tude at low V5. In addition, the conductance is relatively
small (on the order of Gg) so that heating effects should
not be pronounced in the bias window considered.

Figure Pl(c) presents several traces in Vgs at different
Vg, from which the following pronounced features are
observed: the period of the oscillations at low Vgs de-
pends on the value of V, and it becomes elongated at
high Vgs. The former feature can be explained by the
TLL model. The model states that the period is 2gtp
if Uy ~ 0 since the non-zero contribution to the oscil-
lation is only from the interacting mode while the os-
cillations from the three non-interacting modes destruc-
tively interfere [Fig. Bi(d)(middle)]. The dominant period
is tg produced by the three non-interacting modes when
Us is maximal (e.g. Us = F0.1 in Fig. BI(d)(top, bot-
tom)). The V,-dependent oscillation periods in dI/dVqs
have been interpreted as a signature of spin-charge sep-
aration in the SWNT [4]. We find an indication of this
effect by comparing the primary periods of these traces,
yielding g ~ 0.22. The latter feature observed, a longer
period at high Vs, is beyond our theory, but it is likely
to be caused by a strong barrier asymmetry at high Vg,
which would also suppress the Us-term. The ratio of pri-
mary to elongated periods along Vys gives g ~ 0.22 as
well. Although compelling evidence, further experiments
focusing on the periodicity with Vgs should be performed
to be conclusive.

The shot noise measurements were performed by plac-
ing two current noise sources in parallel: a SWNT device
and a full shot noise generator. The full shot noise stan-
dard is a weakly coupled light emitting diode (LED) and
photodiode (PD) pair. In our 4-K implementation, the
overall coupling efficiency from the LED input current to
the PD output current was about 0.1 %, which eliminated
completely the shot noise squeezing effect due to constant
current operation [19]. In order to recover the weak shot
noise embedded in the background thermal noise, we im-
plemented an AC modulation lock-in technique and de-
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FIG. 3: (Color online) Shot noise power spectral density ver-
sus Vys for the LED/PD pair (Srp, triangle) and the SWNT
(Sswnr, dot) at Ve = - 7.9 V. The slopes of the shot noise
spectral densities are 1 and 0.64 for LED/PD and SWNT re-
spectively, from which the inferred g value for SWNT is 0.16.

signed a resonant tank-circuit together with a home-built
cryogenic low-noise preamplifier [2(, 21, 22]. The input-
referred voltage noise of the circuit was approximately 2.2
nVv/ VHz at 4 K with a resonant frequency ~ 15 MHz.
The preamplified signal was fed into a room-temperature
amplifier with a gain of about 30 dB, a bandpass filter
with low and high cutoff frequencies of 12 and 21.4 MHz,
a square-law detector, and a lock-in amplifier. The Fano
factor F(I;) = Sswnr(L;)/Sen(I;) was obtained from the
ratio of the SWNT current noise spectral density (Sswxr)
to the LED/PD full shot noise spectral density (Spp) at
each dc current value I;. The current noise generated in
the LED/PD pair was measured while the SWNT was dc
voltage-biased with a constant dc current I;.

Figure Blshows a typical log-log plot (base 10) of Sgwxr
in Vys at a particular V. Sswnr (dot) is clearly suppressed
to values below full shot noise Spp, (triangle), and it sug-
gests that the relevant backscattering for shot noise is
indeed weak. Note that Sgwyr and Spp, have clearly dif-
ferent scaling slopes versus Vys.

We extend the theory to calculate the shot noise
spectral density, Sswnr(w) = [ dte™ ({51(t),51(0)})
with 01(t) = I(t) — I the current fluctuation opera-
tor and {---} the anticommutator [13]. The SWNT
noise in the zero-frequency limit is expressed as Sgwnr =
2e COth(eVds/QkBT)IB + 4kBT(dI/dVdS — dIB/dVdS), be-
coming Sgwyr = 2elp for eVys > kpT'. The asymptotic
behavior of Ig from the dominant U;-term when eVyg >
h/2gtr follows the power-law scaling Iy ~ les+o‘ with
a=—(1/2)(1-g)/(1 + g). Note that « is uniquely de-
termined by the TLL parameter g. The average value of
the power exponent in this sample (Fig. Bl) over seven dif-
ferent gate voltages is estimated to be o ~ —0.3140.027,
corresponding to g ~ 0.25 + 0.049.
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FIG. 4: (Color online) Fano factor versus Vgs on a log-log
scale. The theoretical Fano factor curves where thermal noise
4kpT (dI/dVas) is subtracted are drawn for g = 1 (yellow)
and g = 0.25 (red) at T = 4 K with U; = 0.14 and Us = 0.1.
The power exponent a ~ - 0.35 (blue line) for the measured
Fano factor (diamond) at Vz = - 7.9 V, and the inferred g
value is 0.18. The theoretical g = 1 (yellow) plot gives a ~ 0
as expected.

The experimental Fano factor F(I) is displayed on a
log-log (base 10) scale in Fig. @l The TLL model pre-
dicts that at low bias voltages eVis < kT < h/2gtp,
F(I) « Vqs after subtracting the thermal noise compo-
nent 4kpT (dI/dVys), and its slope is insensitive to g-
values in the region of log(Vys) < log(h/2gety) ~ 0.47
for a 360 nm SWNT and ¢ = 0.25 (Fig. H). On the
other hand, if eVgs > h/2gtr, a power-law F ~ V¥ is
expected by assumption that the backscattered current
is smaller than the ideal current 2GqVys. A linear regres-
sion analysis of the Fano factor F' with Vg in this region,
therefore, is another means to obtain the g value. The
Fano factors F for g = 0.25 (red) and g = 1 (yellow) are
displayed on a log-log scale in Fig. @I The experimen-
tal data (diamonds) agree well with the theoretical Fano
factor of g = 0.25. The stiffer slope (a) corresponds to
stronger electron-electron interaction. The mean value
of the exponent a and the inferred g derived over seven
Vg values are o = —0.33 £0.029 and g = 0.22 £ 0.046
respectively for this particular sample. We find that the
measured exponents « and inferred g values from the
spectral density Sgwyr and the Fano factor F' from four
different devices with various metal electrodes (Ti/Au,
Ti-only, Pd) show similar statistics @ ~ —0.31 4 0.047
and g ~ 0.26 & 0.071 as derived from several V, values
for each sample. We stress that the non-linear decay of
the experimental F' along Vg5 indeed starts at a voltage
scale log(h/2getr) ~ 0.61 for g ~ 0.18 in Fig. 4 as a
manifestation of a collective electron effect.

We have measured non-equilibrium differential conduc-
tance and shot noise in ballistic SWNTs at low temper-
atures and analyzed the data within the TLL theory
including weak electron backscattering at the SWNT-

metal reservoir interfaces. We find convincing agreement
between experiment and theory: reduced conductance
(FP)-oscillation amplitudes with increasing bias voltage,
and power-law characteristics in the weak backscattered
current component through low-frequency shot noise
measurements. The joint measurement of differential
conductance and shot noise provides independent exper-
imental access to the transmitted and backscattered cur-
rent components of the non-equilibrium transport. This
measurement constitutes the first quantitative investi-
gation of TLL interaction effects in the shot noise of
SWNTs.
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