










the aqueous polymers are able to form micelles. We measured
the CMC (critical micelle concentration) for each polymer (see
Supporting Information Figure S1). Surface tension measure-
ment yielded CMCs of 0.2 mg/mL for 1, 0.3 mg/mL for 2, and
0.4 mg/mL for 3. Also, we used dynamic light scattering to
measure the size distribution of the micelles self-assembled in
water (see the Supporting Information Figures S2 and S3). The
surfactant molecules’ mean hydrated diameters were ∼17, ∼33,
and ∼56 nm for 1, 2, and 3, respectively, whereas micelles of
the polymers have hydrated diameters of ∼132, ∼232, and ∼196
nm for 1, 2, and 3, respectively.

Functionalization of Carbon Nanotubes by 1-3. Figure 2 (see
also the Supporting Information Figures S5 and S6) illustrates
that following sonication in polymer solutions we obtain
excellent suspensions of SWNTs stabilized in water by polymers
1-3, even after removal of excess polymer by repeated vacuum
filtration (200 nm pore size). SWNT suspensions showed
excellent stability, without aggregation or deviation of native
UV/vis/NIR absorbance, at pH values ranging from 1 to 12, at
high temperature overnight, and in 50% fetal calf serum for
48 h. AFM images (Figure 2b) show mostly dispersed SWNTs
with lengths of ∼200 nm. The UV-vis (Figure 2c) absorbance
spectrum of SWNTs shows van Hove singluarities typical of
well-dispersed SWNTs, with characteristic E11 and E22 transi-
tions. The pyrene, the C18, and DSPE moieties have a strong
tendency to adsorb on SWNTs by hydrophobic interactions in
aqueous media and, when applicable, by π-stacking. In this way,

we obtain robustly coated SWNTs in aqueous media. Proof of
the intimate interaction between pyrene and the NT sidewall
was observed by quenching of pyrene fluorescence (see Sup-
porting Information Figure S7) relative to free 2 with the same
OD. Figure 2d shows the photoluminescence versus excitation
(PLE) spectrum of SWNTs, the inherent NIR photoluminescent
properties of SWNTs are retained when they are coated with 1.

Functionalization of Gold Nanoparticles by 2 and 3. In
addition to directly suspending NTs in the case of γPGA
polymers (2 and 3), it is possible to exchange other nanostruc-
tures from their native capping ligand into our amphiphilic
γPGA polymer. For example, very good suspensions of gold
NPs in water were obtained through sonication for 10 min in
the presence of excess 2 or 3 to displace citrate. Excess citrate
was removed by dialysis, and the excess of surfactant was
removed by repeated centrifugation. This procedure gave mostly
dispersed nanoparticles, as shown by TEM (Figure 3a). As with
NTs, this suspension was observed to be stable under various
conditions, such as neutral to basic pH values, at 70 °C
overnight, and in 50% serum, showing no significant changes
in suspension dispersity or absorbance after a 48 h incubation.
In contrast, thiol-mPEG (5 kDa), a strong and covalent
passivator of gold nanoparticles, showed less stability. In
particular, as shown in (Figure 3b), the NPs-thiol-mPEG (5 kDa)
are stable only in the presence of excess thiol-mPEG (see the
Supporting Information Figure S9). Indeed if the excess of the
thiol-mPEG is removed by centrifugation, the solution of NPs

Figure 3. (a) UV-vis absorption data of 20 nm gold nanoparticles with 2 (inset: solution photo) or 3 coating in 50% fetal calf serum and as made (in
water). Inset: TEM image of 20 nm Au NPs stabilized by 2. The UV-vis spectra show the plasmon peak of gold nanoparticles at 530 nm in various coatings
and media. (b) The 20 nm gold nanoparticles with to SH-mPEG (5 kDa) coating with (left) and without (right) excess of SH-mPEG, showing aggregation
following excess removal. (c) Gold nanorods with 2 coating as made (in water, without excess of surfactant, solution photo) and in 50% fetal calf serum;
gold nanorods with SH-mPEG (5 kDa) coating (in water, without excess of surfactant). All Au NR suspensions were normalized in OD to the plasmon peak
at 860 nm before removal of excess surfactant. Inset: TEM images of Au NRs stabilized by 2. The UV-vis-NIR spectrum shows the transverse and
longitudinal plasmon peaks of gold nanorods at 520 and 860 nm, respectively.
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becomes unstable, forming aggregates. The UV/visible spectrum
(Figure 3a) shows the absorbance of gold nanoparticles at 530
nm. In this case (see Supporting Information Figure S8), the
intensity of pyrene adsorbance is dampened due to perturbations
of gold nanoparticles, suggesting direct interaction of pyrene
with the gold surface.55 As in the case of NTs, the pyrene and
DSPE moieties were adsorbed on the gold suface through
hydrophobic interactions.

Functionalization of Gold Nanorods by 2. We also used our
polymeric amphiphile to suspend gold nanorods. For example,
very good suspensions of gold NRs in water were obtained
through sonication for 15 min in presence of excess 2 to displace
CTAB (hexadecyltrimethylammonium bromide). Excess CTAB
was removed by dialysis, and the excess of surfactant was
removed by repeated centrifugation. This procedure gave mostly
dispersed nanorods, as shown by TEM and UV/vis absorbance
spectroscopy (Figure 3c). Suspensions of gold nanorods with 2
were stable at neutral to basic pH values, at 70 °C overnight,
and in 50% serum for 48 h. This result is important because
nanorods with covalent thiol-based passivation are unstable
under similar conditions. The UV/vis absorbance spectrum in
(Figure 3c) shows the transverse and longitudinal adsorbance
of gold nanorods suspended by 2 or by CTAB at 520 and 860
nm, respectively. While the solutions were originally normalized
to the same OD, removal of excess surfactant causes significant
aggregation and consequent loss of plasmon absorbance for
CTAB-suspended NRs; however, NRs suspended by 2 remain
stable, even in the presence of serum. Again, the intensity of
pyrene absorbance is dampened (data not shown) by close
proximity to the gold nanorods. The TEM picture shows the
size distibution and dispersity of nanorods suspended with 2.

Circulation Time of Carbon Nanotubes Functionalized by
1-3. Long blood circulation half-life of a drug carrier is desired
to improve the bioavailability of the drug. For most nanoma-
terials, this has been an elusive goal. For example, after systemic
administration, carbon nanotubes are gradually cleared from the
circulating blood by macrophage uptake as part of the RES,
which leads to accumulation in the liver and spleen. Therefore,
prolonged circulation can only be achieved if rapid RES uptake
is avoided. In our previous studies, we have shown that surface
coating of SWNTs can delay RES uptake and thus increase
blood circulation.28,56,57

Hypothesizing that the pronounced PEG loading on the
polymer SWNTs would prolong the blood circulation, we
injected these conjugates into mice. Importantly, we observed
(Figure 4a) a circulation half-life of 2.4 h for SWNTs coated
with 3, a very long circulation half-life of 22.1 h for SWNTs
coated with 2, and 18.9 h for SWNTs coated with 1, which
were far longer than values reported by others, as well as our
previous data obtained for DSPE-coupled linear PEG-coated
SWNTs (0.33 h for DSPE-l-2kPEG, 2.4 h for DSPE-l-5kPEG,
Figure 4b) or DSPE-branched PEG functionalized SWNTs (5.4
h for DSPE-br-7kPEG, Figure 4a,b).28 While the packing density
of PEG coatings immobilized on nanotubes via conventional
surfactants with single anchoring points is limited by steric
hindrance, the multiple lipophilic anchoring domains and
multiple PEG chains of 2 and 1 allow continuous binding of
the polymer onto the nanotube surface, yielding a highly dense
PEG coating. Additionally, the molecular weight and function-
alization density of each PEG branch was important for
obtaining long circulation. Similar surfactants produced with
mPEG 0.75 kDa in lieu of 5 kDa led to significantly reduced
circulation times. Moreover, functionalization of the γPGA

backbone with less than 50% of mPEG 5 kDa gave unsatisfac-
tory circulation results. Thus, not only does this unique polymer
coating hold promise for potential in vivo therapeutic applica-
tions, we have also been able to discern what aspects of the
polymer lead to desirable properties in our SWNT conjugates.

Conclusion

In conclusion, we report the synthesis of new versatile
PEGylated branched polymers that provide stable suspensions
of carbon nanotubes, gold nanoparticles, and gold nanorods.
We used poly-γ-glutamic acid (γPGA) functionalized with either
pyrene moieties or phospholipids to provide robust polymer-
particle interactions and PEG, enhancing aqueous solubility and
biocompatibility. We also used PEGylated poly(maleic anhydride-
alt-1-octadecene) (PMHC18) to provide very stable suspensions
of carbon nanotubes. We showed that the SWNTs, Au NPs,
and Au NRs functionalized by these polymers show excellent
stability in aqueous solutions, at different pH values, and
elevated temperatures, as well as in serum. Moreover, the
polymer-coated SWNTs exhibit unprecedentedly long blood
circulation (half-life 22.1 h for 2 and 18.9 h for 1) upon
intravenous injection into mice, far exceeding the previous
record for circulation half-life of 5.4 h. All these characteristics
make these very powerful materials for in vivo applications,
including drug delivery or imaging.

Supporting Information Available: Materials and methods,
as well as CMCs and dynamic light scattering spectra, AFM
images and the PLE spectra of suspensions of SWNTs via 2
and 3, and the quenching of pyrene fluorescence on SWNTs
and gold NPs. This material is available free of charge via the
Internet at http://pubs.acs.org.

JA809086Q

Figure 4. Blood circulation data of SWNTs with different functionalizations
in balb/c mice. (a) Blood circulation curves of 1-3 coated nanotubes
compared with DSPE-branched-7kPEG coated nanotubes. The latter one
was previously reported by our group.28 Error bars were based on three
mice per group at each time point (0.5, 2, 5, 10, 24, 48, 72 h). (b) Blood
circulation half-lives of different SWNTs obtained by first-order decay fitting
of all data points. SWNTs with 1 and 2 coating exhibited drastically
prolonged circulation half-life compared with previous DSPE-PEG func-
tionalized nanotubes.
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