
Population and alignment of N2 scattered from Ag(111)
Greg O. Sitz, Andrew C. Kummel, and Richard N. Zare 
 
Citation: J. Vac. Sci. Technol. A 5, 513 (1987); doi: 10.1116/1.574703 
View online: http://dx.doi.org/10.1116/1.574703 
View Table of Contents: http://avspublications.org/resource/1/JVTAD6/v5/i4 
Published by the AVS: Science & Technology of Materials, Interfaces, and Processing 
 
Related Articles
X-ray enhanced sputter rates in argon cluster ion sputter-depth profiling of polymers 
J. Vac. Sci. Technol. B 31, 021208 (2013) 
Relative lability of gold-oxide thin films in contact with air, solvents, or electrolyte solutions 
J. Vac. Sci. Technol. A 31, 021508 (2013) 
Material dependence of argon cluster ion sputter yield in polymers: Method and measurements of relative sputter
yields for 19 polymers 
J. Vac. Sci. Technol. A 31, 020605 (2013) 
Probe current distribution characterization technique for focused ion beam 
J. Vac. Sci. Technol. B 30, 06F606 (2012) 
From sponge to dot arrays on (100) Ge by increasing the energy of ion impacts 
J. Vac. Sci. Technol. B 30, 06FF12 (2012) 
 
Additional information on J. Vac. Sci. Technol. A
Journal Homepage: http://avspublications.org/jvsta 
Journal Information: http://avspublications.org/jvsta/about/about_the_journal 
Top downloads: http://avspublications.org/jvsta/top_20_most_downloaded 
Information for Authors: http://avspublications.org/jvsta/authors/information_for_contributors 

Downloaded 12 Jul 2013 to 171.64.124.91. Redistribution subject to AVS license or copyright; see http://avspublications.org/jvsta/about/rights_and_permissions

http://avspublications.org/jvsta?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/test.int.aip.org/adtest/L23/1246102187/x01/AIP/Hiden_JVACovAd_1640x440Banner_07_09and07_16_2013/1640x440_-_23874-BANNER-AD-1640-x-440px_-_USA.jpg/7744715775302b784f4d774142526b39?x
http://avspublications.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=JVTAD6&possible1=Greg O. Sitz&possible1zone=author&alias=&displayid=AVS&ver=pdfcov
http://avspublications.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=JVTAD6&possible1=Andrew C. Kummel&possible1zone=author&alias=&displayid=AVS&ver=pdfcov
http://avspublications.org/search?sortby=newestdate&q=&searchzone=2&searchtype=searchin&faceted=faceted&key=JVTAD6&possible1=Richard N. Zare&possible1zone=author&alias=&displayid=AVS&ver=pdfcov
http://avspublications.org/jvsta?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.574703?ver=pdfcov
http://avspublications.org/resource/1/JVTAD6/v5/i4?ver=pdfcov
http://www.avs.org/?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.4793284?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.4791687?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.4791669?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.4766882?ver=pdfcov
http://link.aip.org/link/doi/10.1116/1.4767269?ver=pdfcov
http://avspublications.org/jvsta?ver=pdfcov
http://avspublications.org/jvsta/about/about_the_journal?ver=pdfcov
http://avspublications.org/jvsta/top_20_most_downloaded?ver=pdfcov
http://avspublications.org/jvsta/authors/information_for_contributors?ver=pdfcov


Population and alignment of N2 scattered from Ag(111) 
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(Received 22 September 1986; accepted 27 October 1986) 

A well-characterized Ag( 111) surface in an ultrahigh vacuum system is bombarded with 
supersonically cooled N2 and the scattered molecules are detected near the specular angle using 
2 + 2 resonance enhanced multiphoton ionization. The first three even spatial moments of the 
angular momentum distribution have been measured, The zeroth moment is the population of a 
given rotational level, while the second and fourth moments describe the quadrupole and 
hexadecapole alignment of the J vector with respect to the surface normal. The relative 
population distribution shows an excess at high J characteristic of rotational rainbow scattering. 
For J> 7, the second and fourth moments closely approach their limiting values expected when 
the J vector lies in the plane of the surface. It is concluded that the N 2/ Ag( 111) system closely 
approaches the ideal of a rigid rotor colliding with a flat surface. 

I. INTRODUCTION 

Molecular beam studies of inelastic scattering of molecules 
from solid surfaces have proven to be useful in elucidating 
the nature of the gas-surface interaction potential. I In the 
large majority of experimental studies the emphasis has been 
on determining internal state distributions, primarily rota
tional distributions, rather than on the angular momentum 
spatial distribution, The population of a quantum state is a 
scalar quantity, that is, a number with no additional infor
mation. The angular momentum of that state is a vector 
quantity, and the orientation in space of the vector as well as 
its length provide information on the forces that gave rise to 
the state. The present study is motivated by the possibility 
that measurements of the spatial distribution of the angular 
momentum vectors of surface-scattered molecules will yield 
detailed information on the forces acting during the mole
cule-surface encounter. 

In this article we report measurements of the first three 
even moments of the angular momentum distribution of N2 
scattered from Ag ( 111 ). The scattered N 2 is detected in a 
quantum state specific manner by 2 + 2 resonance enhanced 
multiphoton ionization (REMPl). This technique has been 
used to determine rotational population distributions in N2 
at higher pressure (0.05-0.50 Torr) 2 and we have extended 
this method to lower pressure (1 X 10->1 Torr). 

There has been only one previous study of the alignment 
of molecules scattered from a wen-characterized single-crys
tal surface. Klein, et al.:1 have reported the polarization of 
NO scattered from Ag( 111) determined by laser-induced 
fluorescence. They measured the second moment of the NO 
angular momentum distribution and found the scattered NO 
to be aligned with its J vector pointing preferentially in a 
plane parallel to the surface. At low values of J (J < 15) they 
found small alignment, at higher J values the alignment in
creased to a maximum value of A ~2) = ~"- 0,75 for 
20.5 <J <35.5, and at the highest J CJ>40.5) it was a~ain 
small. Subsequently, they reported new values for the align
ment which at their maximum were closer to the limit of 
A (~2) = _ 1.0.4 

Theoretical calculations indicate that the alignment of the 
scattered molecules should be very high, particularly at 
higher J values,4,5-7 and have shown that the alignment 
should be sensitive to the surface corrugation.s Lauderdale 
et al. (, have pointed out that higher-order moments are nec
essary to provide an adequate description of the alignment 
for very highly aligned samples. 

The angular and velocity distributions for N2 scattered 
from various index planes of silver have been reported by 
Muhlhausen et aC and by Asada.s Both groups observed 
broad peaks in the angular distribution near the specular 
angle, and interpreted this as evidence of a direct scattering 
process. Muhlhausen et aC concluded that the measured 
angular and velocity distributions provided little informa
tion regarding rotational inelasticity or the orientational de
pendence of the interaction potential, and pointed out the 
need for direct measurements. 

II. EXPERIMENT 

With the exception of a few modifications, the vacuum 
chamber used in these experiments has been described in 
detail preVIously.') This chamber is equipped with low-ener
gy electron diffraction (LEED), Auger, a sputter gun, and a 
quadrupole mass spectrometer for residual gas analysis. The 
molecular beam source is a pulsed nozzle beam (General 
Valve), with an orifice of 150-,um diameter, operated at stag
nation pressures of 80-100 psi (gauge). Gas load on the 
main chamber is reduced by a mechanical chopper operated 
at 200 Hz with a duty factor of 1/200. Beam energies are 
controlled by seeding Nz in either He or Hz. The molecular 
beam strikes the crystal at a variable angle of incidence. The 
exposed area at normal incidence is 4 mm in diameter. With 
the beam, on the background pressure in the main chamber 
is 2X 10 10 Torr. The Ag(11) crystal (Aremco Inc.) was 
prepared as described previously9 and mounted on a manip
ulator equipped with liquid-nitrogen cooling and electron 
bombardment heating. 

Tunable radiation (283-285 um) used to excite the (1,0) 

band of the N z a InK +-X lIt two-photon transition is gen-
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erated by frequency doubling the output of a YAG pumped 
dye laser (Quantel 581C-TDLSO-UVX2). This produces 
15-20 mJ in an 8-ns pulse with a bandwidth of ~. 0.2 cm I. 

The UV light is separated from the visible fundamental by a 
60° dispersing prism, and directed through a second 60° 
prism in a mirror image configuration to the first in order to 
compensate for angular beam walk during a wavelength 
scan. A 20-cm quartz lens focuses the UV light into the vacu
um chamber. The focal point is 1 cm from the surface and is 
located at the specular angle. The laser beam is linearly po
larized and the plane of polarization is varied by means of a 
double Fresnel rhomb. 

Due to the spot size of the molecular beam on the surface 
and the distance of the laser focal point from the surface, the 
angular resolution is ~ 20°. Because the direct inelastically 
scattered molecules are concentrated in a lobe about the 
specular angle, this angular resolution effectively averages 
over the final scattering angles. 

Ions formed at the laser focus are extracted into a time-of
flight mass spectrometer and detected with a microchannel 
plate. A gated integrator allows for selective detection of a 
particular mass of interest. 10 At the same time an ion signal 
is measured, a signal proportional to the laser power is re
corded with a pyroelectric device (Molectron Pl-12). The 
ion signal is corrected by dividing by the square of the laser 
power to account for variations in laser energy during a 
scan.2 The laser wavelength and polarization are scanned 
and the signal is accumulated under computer control. Typi
cal acquisition times are between 15 min and 2 h. 

III. RESULTS 
Figure 1 shows a REMPI spectrum of the incident N2 

beam. The line assignments are made based on tabulated 
energy levels. 11 The distribution corresponds to a rotational 
"temperature" of about 5 K. Due to the presence of ortho
and paranuclear spin states in N 2 even and odd rotational 
levels are not collisionally mixed in either the supersonic 
expansion or by subsequent scattering from the surface. 

Figure 2(a) displays a REMPI spectrum ofN2 scattered 
from Ag( 111) at 200-meV incident energy, 15° incident an
gle, and at a surface temperature of 392 K. Shown for com
parison in Fig. 2(b) is a REMPI spectrum of an isotropic 
background sample ofN2 (admitted to the chamber through 
a leak valve) at a pressure of5 X 10-7 Torr. The difference ip. 
intensities between pairs ofIines originating from a common 
J between spectra (a) and (b), for example, 0 (11) and 
P( 11) or 0(5) and peS), is an indication that the surface
scattered molecules are not isotropic. For an anisotropic dis
tribution of angular momenta, the different rotational 
branches will in general have different transition probabili
ties at a fixed laser polarization. 

The degree of alignment of a given rotational level is deter
mined by tuning the wavelength to a transition originating 
from that level and then varying the laser polarization. An 
example of such a measurement is shown in Fig. 3 for J = 14 
of the 0 branch. 

A detailed description of how molec,ular population and 
alignment parameters are determined from spectra, such as 
Fig. 3, is presented elsewhere 12 and will be only summarized 
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FIG< 1. 2 + 2 REMPI spectrum of the incident, supersonically cooled, N z 
beam< The population distribution corresponds to a rotational temperature 
of approximately 5 K. 
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FIG. 2. A comparison on + 2 REMPI spectra for (a) surface scattered N2 
and (b) an isotropic background gas ofN, at room temperature. 
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FIG. 3. Variation of ion signal vs laser polarization for J~, 14 of the 0 
branch. The angle is measured with respect to the surface normal. The solid 
curve is a leastosquarcs fit of the data points to Eq. (I). 

here briefly. Assuming the sample has cylindrical symmetry 
about the surface normal, the intensity of a given two-pho
ton absorption line (J->1'), at a laser polarization angle e 
with respect to the surface normal ii, can be written 

I(J,(J) = CA 6°) (J) [Pg (J,1';(J) + A 62
) (J)P~ (J,J';(J) 

+ AS") (J)Pci (J,J';(J) ], (1) 

where P3 (J,1';(J) is the rotational branch dependent line 
strength factor for a given excitation/detection geometry. 
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FIG. 4. A plot of the relative rotational populations divided by the nuclear 
spin and rotational degeneracies vs J(J + 1) for N2 scattered from 
Ag( 111). The broad feature at highJis interpreted as a rotational rainbow. 
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values for J aligned perfectly parallel to the surface arc A ,\2) cc.o -- 1.0, and 

A ~4) = + 0.375. For no alignment A i,2) = A 64
) (Jl = O. 

The calculation of P 3 is detailed in Ref. 12. The A (in) (J) is 
the nth moment of the J angular momentum distribution. 
The zeroth moment A 6°) is just the population of the rota
tionallevel J, while the second A f/> and fourth A S4) mo
ments describe the spatial distribution of the vector J, i.e., 
the M J distribution where the quantization axis is the sur
face normal: 

(2a) 

A 64 )(J) = (3J4 
- 6J2 

- 3OJ;J2 + 25J; + 35J~)/8J4. 
(2b) 

Note that A 2)(J) = 2P2 (cos (J), where cos (J = M J / 

J(J + 1) and for high J, A 64
} approaches P4(COS (J) . 

Data, such as that shown in Fig. 3, are accumulated for 
each wen-resolved transition. The variation of ion signal 
1(J,8) with polarization angle f) is fit to expression (1) to 
determine A 62

) (J) and A 64
) (J). A wavelength scan across 

all the levels in conjunction with the alignment parameters 
for each line then serves to determine the relative popula
tions, A 6°) (J), of the rotational levels. 

Results are presented in Figs. 4 and 5 for the conditions of 
Figs. 1 and 2(a). The results for A 60 )(J) are plotted logar
ithmically versus J(J + 1), that is, in the form of a Boltz
mann plot. The results for A 62)(1) and A 64 )(J) are plotted 
on a linear scale and are normalized to A (\0) (J). The limiting 
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values for A 62
) and A 64

) are + 2 and + 1 for Jii to nand 
- 1 and + 0.375 for Jl to n, while for isotropic J, A 62

) 

=A 64
) = O. Clearly Figs. Sea) and 5(b) show that the J 

distribution closely approaches the case where J is confined 
to a plane parallel to the scattering surface. 

IV. DISCUSSION 

A Boltzmann population distribution of rotational states 
would yield a straight line for a plot of A be) (J) such as that 
given in Fig. 4. The plot of A 6°) (J) for N z scattered from 
Ag( 111) is dearly not linear, instead showing excess popu
lation in higher J levels and a sharp cutoff at still higher J. 
This behavior has been seen previously in the NO/ Ag( 11 I) 
system9

,13 and has been interpreted as a rotational rainbow. 
It arises from an extremum in the rotational excitation func
tion versus the angle the diatom internuclear axis makes 
with the surface normal. 

The observation of rotational rainbows for the N 2/ 

Ag( 111) system is interesting for two reasons; First, we ob
serve rotational rainbows at considerably lower energy than 
in the NO/ Ag( 111) case. This may be due to the attractive 
well depth for N2 on silver, which although not known, is 
presumably substantially less than that for NO. Theoretical 
modeling indicates that the attractive well serves to smear 
out a rotational rainbow. 14 Rainbow features are also 
blurred by the initial rotational excitation of the incident 
beam,15 which for N 2 is less than for NO. In addition, most 
NO/ Ag( 111) experiments were performed at surface tem
peratures at or above 400 K. We have been able to work at 
temperatures as low as 90 K and still observe direct inelastic 
scattering. Higher surface temperatures are also predicted to 
smear out rotational rainbows. 14 Evidence that the scatter
ing is still direct at low surface temperatures comes from 
measurements at different incident energies, in which we 
find that the observed scattered distributions are strongly 
dependent on the initial N2 energy. 

Second, in calculations for the NO/ Ag( 111) case, it was 
found that a strong orientationally dependent attractive in
teraction was necessary to produce significant rainbow fea
turesY; This cannot be the case for N z on Ag ( 111 ). There
fore the rotational rainbow feature must be due to a hard 
collision with the repulsive wall of the potential, a result that 
is predicted by several simple mode1s. 14,15,17 

Figure 5 shows the A (\2) (J) and A 64
) (J) moment distri

butions versus J, Inspection of th~se results indicates that 
even at low J (4 < J < 7) the scattered sample is aligned and 
at higher J (J> 7) the alignment parameters approach their 
limiting values for the J vector lying parallel to the surface. 
The determination of A (~4 ) (J) in the current experiment pro
vides important information about the degree of alignment. 
Our plot of A b2

) / A ~O) looks qualitatively very similar to re
sults calculated by Wolf, Collins, and MayneS for N2 scat
tered from a rigid surface with small corrugation. There are 
no published results with which to compare the A 64

)/ A 6°) 
data, since to our knowledge, this is the first time the hexade
capole moment has been measured. 

The moments reported here do not, of course, completely 
define the angular momentum distribution, so it is appropri
ate to ask just what information they do contain. For the 
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FIG. 6. Polar plots of the ang\llar momentum distribution for a model where 
the probability of J having a projection M J on the z axis is given hy 
P(MJ ) = exp[--- aMJ!J]. Included are theA ,\2) and A .\4) value$ calculat

ed according to Eq. (2), in the high J limit. 

purpose of illustration we will calculate the A {}) (J) and 
A ~4) (J) moments for a model angular momentum distribu
tion where the probability of J having a projection M J on an 
axis z is given by P( M J ) = exp [ - aM J / J]. The parameter 
a controls the rate of falloff with angle, where the angle is the 
arccosU\'IJ/J). Figure 6 shows a polar plot of the distribu
tion for two values of a and gives the values of A 62

) (J) and 
A [/) (J) calculated in the high J limit according to Eq. (2). 
In the plot, the distance from the origin to the curve at a 
given angle is proportional to the relative probability of J 
lying at that angle toz. These plots are cylindrically symmet
ric under rotation about the z axis. Experimentally, the sur
face normal corresponds to the z axis. It is seen from the plot 
that for a = 7.50 the J vector is constrained to lie within a 
very narrow angular spread perpendicular to thez axis, even 
for A b2

) and A S~) values less than those derived from our 
data. 

It is concluded that the N z/ Ag( 111) system closely ap
proaches the ideal of a rigid rotor colliding with fiat surface. 
It is hoped that the determination of the first three even 
moments of the angular momentum distribution for No scat
tered from Ag( 111) will provide a more stringent t~st of 
potentials currently employed in modeling gas-surface in
teractions. Current efforts are aimed at investigating in de
tail the effects of surface temperature and incident energy. 
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