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ABSTRACT:

MnO2 is considered one of the most promising pseudocapactive materials for high-performance supercapacitors given its high
theoretical specific capacitance, low-cost, environmental benignity, and natural abundance. However, MnO2 electrodes often suffer
from poor electronic and ionic conductivities, resulting in their limited performance in power density and cycling. Here we
developed a “conductive wrapping” method to greatly improve the supercapacitor performance of graphene/MnO2-based nano-
structured electrodes. By three-dimensional (3D) conductive wrapping of graphene/MnO2 nanostructures with carbon nanotubes
or conducting polymer, specific capacitance of the electrodes (considering total mass of active materials) has substantially increased
by∼20% and∼45%, respectively, with values as high as∼380 F/g achieved.Moreover, these ternary composite electrodes have also
exhibited excellent cycling performance with >95% capacitance retention over 3000 cycles. This 3D conductive wrapping approach
represents an exciting direction for enhancing the device performance of metal oxide-based electrochemical supercapacitors and can
be generalized for designing next-generation high-performance energy storage devices.
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Supercapacitors, also known as electrochemical capacitors,
represent a unique class of energy storage devices that exhibit

high power capability, long cycle lifetime, and fast charge and
discharge rates, with a range of applications from portable electro-
nics, and memory backup systems, to hybrid electric vehicles, and
industrial scale power and energy management.1�4 However, the
energy storage density of existing supercapacitors is limited,
generally an order of magnitude lower than that of batteries.5

Currently, improving the energy density while maintaining the
high power density and cycling stability for supercapacitor devices
remains a primary research focus in the field. Pseudocapacitive
transition-metal oxides such as RuO2, NiO, and MnO2,

6�8 have
been studied extensively as active electrode materials for super-
capacitors owing to their high energy density and large charge-
transfer-reaction pseudocapacitance which is based on fast and
reversible redox reactions at the electrode surface, resulting in much
higher specific capacitance exceeding that of carbon-based materials

using electric double layer charge storage. Although MnO2 is
considered to be the most attractive oxide material owing to high
abundance ofMn, low cost, and environmental friendliness, the poor
conductivity of MnO2 (10

�5�10�6 S/cm) remains a major chal-
lenge and limits the rate capabilities for highpower performance, thus
hindering its wide applications in energy storage systems.9

To improve the electrical conductivity of MnO2-based elec-
trodes for optimized electrochemical performance, considerable
research efforts have been placed on exploring hybrid composite
structures where MnO2 is combined with highly conductive materi-
als such asmetal nanostructures,10 carbon nanotubes (CNTs),11�14

graphene,15,16 or conducting polymers (CPs),17,18 for improved
electrochemical performance. Among various nanocomposite
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materials developed so far, hybrid graphene/MnO2 (GM) nano-
structures based supercapacitor electrodes prepared with low-
cost materials and scalable processes hold particular promise for
potentially large-scale energy storage systems. To realize many
practical applications that require large capacitance and high energy
storage, the highmass loading of activeMnO2materials usually leads
to the increased electrode resistance and the decreased specific
capacitance, because MnO2 becomes densely packed with limited
electrochemically active surface area, resulting in only a very thin top
layer (up to a few hundreds of nanometers) of oxide nanomaterials
participating in the charge storage process.9

To solve these critical problems, we developed a “three-
dimensional (3D) conductive wrapping” method to rationally
design ternary systems based on graphene/MnO2/CNT (GMC)
and graphene/MnO2/poly(3,4-ethylenedioxythiophene)�poly-
(styrenesulfonate) (PEDOT:PSS) (GMP) composites for high-
performance electrochemical electrodes. The novel composite
electrodes exhibited much enhanced capacitance performance
and rate capability, and excellent cycling stability compared to
those of GM nanostructured electrodes (Figure 1). An ultrathin
layer of single-walled CNTs (SWNTs) or conducting polymer
that wraps around graphene/MnO2 three-dimensionally not
only provides an additional electron transport path besides the
graphene layer underneath MnO2 nanomaterials but actively
participates in the charge storage process as both can contribute
to the energy storage of the whole film via electric double layer
capacitance or pseudocapacitance. Such 3D conductive wrapping
approach would provide a promising design direction for opti-
mizing the electrochemical performance of insulating metal-
oxide based electrode materials and could be generally applicable
to many promising but challenging energy storage electrode materi-
als in which the electron transport limits the device performance.

To demonstrate this idea, we chose GMnanostructured textile
electrodes in our studies as a platform to investigate the effect of
conducting wrapping on improving the electrochemical perfor-
mance of a GM-based system. The GM�textile electrodes were
prepared by a two-step solution-based coating process developed
recently,16 and the conductive wrapping with CNTs to form a
GMC systemwas achieved by simply dipping GM�textiles into a
0.2 mg/mL SWNT ink solution and subsequently drying in a
vacuum oven at 100 �C for 10 min (see Supporting Information
for experimental details). Figure 2a shows a representative scan-
ning electron microscope (SEM) image of GMC nanostructures,
demonstrating that an ultrathin film of interconnected SWNT
network (only ∼0.1 mg/cm2 loading) was uniformly coated on
the nanoflower-shaped MnO2 surface, effectively wiring up the
MnO2 nanoparticles while leaving their largest possible electro-
active surface area for charge storage.

To evaluate the electrochemical performance of these hybrid
nanostructured textiles as active supercapacitor electrodes, we
performed electrochemical impedance spectroscopy (EIS), cyc-
lic voltammetry (CV), and galvanostatic charge�discharge mea-
surements in a three-electrode configuration. The impedance
curve for GMC-based textile electrodes measured in a 0.5 M
Na2SO4 electrolyte solution (Figure 3a) shows that the equiva-
lent series resistances (ESR) extracted from high frequency
(100kHz) was estimated tobe∼41Ω, in contrast to∼87Ω forGM-
based electrodes, which reflects the higher conductivity achieved
in the GMC system. The more vertical shape at lower frequencies
for GMC indicates a more capacitive behavior of electrodes. CVs
for GMC�textile electrodes (Figure 2b) in the potential window
of 0�0.85 V at various scan rates (5�100 mV/s) show more
rectangular shape for all scan rates than those of GM-based
electrodes, indicating that GMC electrodes exhibited lower
resistance and more ideal supercapacitor behavior.2 At the same
scan rate of 100 mV/s, Figure 3b shows that the resulting current
from GMC is also higher than that of GM�textile, suggesting
that conductive CNT wrapping facilitates the electron transport
in the film and enhances the electrochemical utilization ofMnO2.
The improved electrochemical performancewas also confirmed by
galvanostatic charge�discharge tests performed under different
current densities. Figure 2c shows the galvanostatic charge�
discharge curves for the GMC system at three different current
densities of 2, 1, and 0.5 mA/cm2, respectively. Figure 3c shows
that at the same current density of 0.5 mA/cm2, the charge�
discharge time for GMC system was substantially prolonged
(∼80% increase) over the GM system, and moreover, the linear
voltage�time profile and the highly symmetric charge/discharge
characteristics were indicative of good capacitive behavior
achieved by the GMC system. Figure 3d summarizes the specific
capacitance at different current densities calculated from the
charge�discharge curves (considering total mass of active elec-
trode materials including CNTs) and demonstrates that the
hybrid GMC-based textiles yielded the enhanced capacitance
performance with ∼20�25% increase in specific capacitance
compared to that of GM-based textiles. Meanwhile, GMC-based
electrodes exhibited better rate capability, with only ∼35%
capacitance loss when current density increases by a factor of
10 (from 0.5 to 5 mA/cm2) compared to ∼60% loss for GM-
based electrodes. The enhanced capacitance and rate capability
can be attributed to shorter ion diffusion path and increased
electronic conductivity.

In addition to the GMC system achieved by conductive
wrapping with CNTs, conducting polymers such as PEDOT:
PSS could be quite useful for further enhancement of the
composite electrodes’ electrochemical performance. Similarly,
GMP-based electrodes were prepared by coating GM�textiles
with commercially available PEDOT:PSS solution (Clevios
PH1000, 1:10 diluted in deionized water) via the “dip and dry”
process (see experimental details in the Supporting Information).
A typical high-magnification SEM image (Figure 2d) of GMP
nanostructures shows that a very thin but continuous layer of
conducting polymer film (∼0.2 mg/cm2 deposited) was well
distributed on GM nanostructures, and PEDOT:PSS polymer
was intertwined and intimately bound with the flower-like MnO2

nanoparticles, serving dual functions as both conductive additives
and binder materials.12,19 The PEDOT:PSS polymer can poten-
tially offer better interconnectivity withinMnO2 nanoparticles and
meanwhile can participate in the charge storage process through
the redox-reaction-based pseudocapacitance.

Figure 1. (a) Schematic illustration showing conductive wrapping of
graphene/MnO2 (GM) to introduce an additional electron transport
path (in a discharge cycle). (b) Schematic of graphene/MnO2/CNT
(GMC) and graphene/MnO2/conducting polymer (GMP) systems formed
by wrapping of GM nanostructures with CNTs or conducting polymers
(black, graphene; rose, MnO2; yellow, CNTs; blue, conducting polymer).
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The GMP-based electrode system demonstrates excellent
electrochemical properties with substantially enhanced capaci-
tance performance and even better rate capability when com-
pared with the GMC-based system. First, the Nyquist plots of
three different supercapacitor electrodes (Figure 3a) show the
most vertical line in a low-frequency region and the lowest ESR
value (∼27 Ω) for GMP system proving that GMP-based
electrodes behave as the nearly ideal capacitors. Rate-dependent
CVs for GMP-based electrodes (Figure 2e) clearly show almost
rectangular-shaped curves for all scan rates from 5 to 100 mV/s,
confirming the highest conductivity of electrodes and the best
capacitive behavior among all three systems. Under the scan rate
of 100 mV/s, GMP electrodes yielded the largest current and re-
sulted in much higher capacitance (Figure 3b), which is believed
to be due to the synergistic effects from each component of
composite electrodes: conducting graphene backbone on textile
fibers, mesoporous flower-like MnO2 nanoparticles, and con-
ductive wrapping layer of PEDOT:PSS that further boosts the
electrical conductivity and contributes the redox-based pseudoca-
pacitance. Galvanostatic charge�discharge measurements were
further taken at various current densities, as shown in Figure 2f. At
the same current density of 0.5 mA/cm2 (Figure 3c), the charge
storage capacity for the GMP system was significantly improved,
with ∼40% increase in discharge time over GMC system and
∼160% increase over GM system. More importantly, the summary
plot of specific capacitance versus current density (Figure 3d)
demonstrates that the hybrid GMP-based textile electrodes exhib-
ited significantly enhanced capacitance performance with specific

capacitance as high as ∼380 F/g achieved (based on total mass of
active electrode materials including PEDOT:PSS) at a current
density of 0.1 mA/cm2, ∼45% increase compared with that of a
GM-based electrode system. Moreover, the rate performance of
GMP systemwas also improved with >70% capacitance maintained
as current density increases from 0.5 to 5 mA/cm2, which is better
than that of both GMC and GM systems. Although GMP system
offers higher specific capacitance due to large pseudocapacitance
contributed from conductive polymer, the wrapping with CNTs
can be advantageous in those applications that require high
operation voltages owing to their better electrochemical stability
across a large voltage range and environmental safety.20

Cycling performance is another key factor in determining the
supercapacitor electrodes for many practical applications. Excellent
cycling stability is crucial for real supercapacitor operations. The
cycling tests for all three different electrode systems were carried out
using the same current density of 1 mA/cm2. Figure 4a compares
the cycling stability of three systems and shows that∼93%,∼96%,
and ∼95% capacitance was retained over 3000 cycles of charging
and discharging for GM-, GMC-, and GMP-based electrodes,
respectively. All three electrode systems demonstrate much better
cycling performance compared to those reported in previous work
(typically 75�85% retention over 1000 cycles),13,21,22 thanks to
hierarchical structures of graphene/MnO2�textiles.16 The slightly
better cycling stability of GMC and GMP systems over the GM
system suggests that 3D conductive wrapping could possibly help
stabilize the MnO2 nanomaterials mechanically and keep them
bound together during the cycling tests to avoid MnO2 material

Figure 2. Conductive wrapping of GM nanostructured electrodes with CNTs and conducting polymer PEDOT:PSS. (a) Representative SEM image
showing SWNTs interconnected with graphene/MnO2 forming GMC nanostructures. Scale bar: 1 μm. (b) CV curves for GMC�textile electrodes at
different scan rates (5�100mV/s) in 0.5M aqueousNa2SO4 electrolyte. (c) Galvanostatic charge�dischargemeasurement of GMC-based electrodes at
different current densities of 2, 1, and 0.5 mA/cm2. (d) Typical SEM image showing graphene/MnO2/PEDOT:PSS nanostructures (GMP). Scale bar:
1 μm. (e) CV curves for GMP�textile electrodes at various scan rates (5�100 mV/s). (f) Galvanostatic charge�discharge curves of GMP-based
electrodes at various current densities.
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loss and film detachment from electrode surfaces due to Mn
dissolution into electrolyte solutions, which are common causes
for limited cycling life ofMnO2-based electrodes.

23 Compared to
conventional preparation methods for metal oxide based com-
posite electrodes that physically mix active materials with in-
sulating binder materials such as poly(tetrafluoroethylene)
(PTFE) or poly(vinylidene fluoride) (PVDF), and conductive
additives such as carbon black,7,8,11,12 the 3D conductive

wrapping approach could serve dual functions of improving the
electrical conductivity and the stability of electrodes, therefore
greatly enhancing the electrochemical performance and cycling
performance. In fact, we characterized the morphology and
structure of our hybrid electrodes after 3000 cycles and found
that the nanoflower MnO2 structures were still well-maintained
and the whole structural integrity of active electrode materials
remained, as shown in panels b and c of Figure 4.

In summary, by 3D conductive wrapping of graphene/MnO2

nanostructured electrodes with CNTs or conducting polymer,
we can optimize the electrochemical utilization of highly insulat-
ing MnO2 materials and greatly enhance their supercapacitor
performance. The rationally designed composite electrodes
exhibit high specific capacitance, excellent rate capability, and
exceptional cycling stability. Such a 3D conductive wrapping
approach represents an effective and convenient technique to
improve the specific capacitance and rate capability of oxide-
based supercapacitors and can be applicable to a wide range of
insulating energy storage electrode materials such as sulfur,
LiMnPO4, and silicon in lithium-ion batteries. For example,
conductive polymer can be used for wrapping sulfur cathode
materials to enhance electrode conductivity and contain poly-
sulfide intermediates, therefore minimizing polysulfide dissolu-
tion and improving the performance of Li�S batteries.
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Figure 4. Cycling performance of hybrid nanostructured electrodes. (a)
Comparison of cycling performance for three hybrid systems showing
capacitance retention of ∼93%, ∼96%, and ∼95% after 3000 cycles of
charging and discharging at current density of 1 mA/cm2 for GM, GMC,
and GMP, respectively. (b, c) SEM images of GMC- and GMP-based
textiles after 3000 cycles showing that the MnO2 nanoflowers were still
wrapped with conductive layers and the whole structural integrity of
active electrode materials was well maintained. Scale bars: 1 μm.

Figure 3. Comparison of electrochemical performance of GM, GMC, and GMP-based nanostructured electrodes. (a) Impedance comparison curves
for GM- (black curve), GMC- (red curve), and GMP-based (blue curve) textile electrodes. Z0 is real impedance and Z00 is imaginary impedance. (b)
Comparison of CVs for GM- (black), GMC- (red), and GMP-based (blue) electrodes at the same scan rate of 100 mV/s. (c) Galvanostatic
charge�discharge curves for GM, GMC, and GMP composite electrodes at current density of 0.5 mA/cm2. (d) Summary plot of specific capacitance
values for three different electrode systems: GM-, GMC-, and GMP-based textiles at various current densities.
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