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ABSTRACT: We demonstrate the complete tunability of a
general strategy to intercalate zero-valent atoms into two-
dimensional (2D) layered materials. A chemical method was
used to intercalate high densities of copper (up to 55 atomic
percent) into synthesized nanomaterials such as MoO3,
Sb2Te3, In2Se3, and GaSe. These materials were characterized
using TEM, EDX, electron diffraction, XRD, Raman, EELS,
and XPS to observe the effects of intercalation, determine the
concentration of copper, and confirm the zero-valent nature of the intercalant as well as unchanged structure of the host material.
This technique reveals the power and potential to observe unique chemical and physical phenomena and to control such
properties for particular applications.

Two-dimensional (2D) layered materials have recently
attracted much interest due to their unique physical and

chemical properties1,2 and myriad applications in areas such as
electronics, electrochemical energy storage,3,4 and catalysis.5

Unique chemical and physical phenomena can be controllably
tuned by nanostructuring,6 exfoliation,7 or intercalation of
molecules, atoms, and ions between the layers of these
structures. In particular, effects such as charge density waves,8

anisotropic transport properties,9 spontaneous magnetization,10

2D electron-gas physics,11 and superconductivity12 have already
been demonstrated and can be potentially tuned. Traditionally,
charged species have been inserted into these materials, which
limits the intercalant concentration due to the requirement of
the change in oxidation state in host materials. In order to
establish fundamentally new and unexpected physical behaviors,
or to generate new methods of atomic storage for potential
energy or catalytic materials applications, we previously
demonstrated a solution-based method to intercalate zero-
valent copper into Bi2Se3 nanoribbons.13 This simple and
versatile route was able to preserve the morphology and
structure of the host material, resulting in high densities (up to
60 atomic percent copper, Cu7.5Bi2Se3) of intercalant
concentration that had never been previously achieved.
Furthermore, this strategy was shown to be general in Bi2Se3
nanoribbons when extending to other zero-valent guest species
such as Ag, Au, Co, Fe, In, Ni, and Sn.14 However, it is not yet
known whether such superstoichiometric (x > 1), zero-valent
intercalation can be extended to different 2D host materials.15 If
demonstrated, this would open up many exciting opportunities
of accessing interesting chemical and physical properties.

In this study, we demonstrate that this method can be further
extended to other layered materials, including MoO3, Sb2Te3,
In2Se3, and GaSe (Figure 1). MoO3 has applications in
electrochromic devices .16 Nanostructured Sb2Te3 has potential
use as a high-ZT thermoelectric material. Due to its large
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Figure 1. Crystal structures of the 2D layered materials explored in
this study.18 These materials consist of layers separated by van der
Waals gaps that can host intercalant copper atoms. Space group and
unit cell parameters are provided in the Experimental section.
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bonding anisotropy, In2Se3 has potential applications in
batteries, solar cells, and phase change memory devices.17

The high level of bonding anisotropy in GaSe suggests
applications such as solar cells, nonlinear optics, or solid-state
batteries.
Using characterization tools such as in situ transmission

electron microscopy (TEM), electron diffraction, energy
dispersive X-ray (EDX) spectroscopy, electron energy loss
spectroscopy (EELS), X-ray photoelectron spectroscopy
(XPS), Raman, and X-ray diffraction (XRD), we determine
the concentration of copper intercalant and confirm the
unchanged composition of each host material, as well as the
zero-valent state of the intercalant. We suggest a fully
customizable template to intercalate high densities of zero-
valent atoms into a layered host material, with the choice
determined by specific application and the possibility for
radically new and unexpected chemistry and physics.

■ EXPERIMENTAL SECTION
Synthesis. MoO3 Nanowires. MoO3 (Mw = 143.94 g/mol)

crystallizes in the orthorhombic system with space group Pbnm,
lattice parameters a = 3.962 Å, b = 13.858 Å, c = 3.697 Å, and Z = 4.
Nanowires 100 nm wide, 10 nm thick, and tens of micrometers long
were prepared using the solvothermal synthesis of Li et al.19 Metallic
molybdenum powder (0.36 g) was added into 30 mL distilled water
with shaking. Then, 2.5 mL of 30% H2O2 was added dropwise, and the
reaction was allowed to stir for 20 min. The mixture was sealed in an
autoclave and maintained at 150 °C for 12 h. Products were washed
with distilled water.
Sb2Te3 Nanoplates. Sb2Te3 (Mw = 626.30 g/mol) crystallizes in the

rhombohedral system with space group R3̅m, lattice parameters a = b
= 4.262 Å and c = 30.45 Å, and Z = 3. Nanoplates approximately 500
nm in diameter were prepared following a modified version of the
synthesis of Zhou et al.20 Briefly, 2 mmol antimony sodium tartrate
(Na(SbO)C4H4O6), 3 mmol Te powder, 2 g of NaOH, 0.5 g PVP, and
30 mL of ethylene glycol were combined and allowed to stir for 2 h.
The solution was sealed in an autoclave and maintained at 165 °C for
72 h, then allowed to cool to room temperature. Products were
washed with ethanol and distilled water and left in solution of
acetonitrile overnight to remove excess reactants.
In2Se3 Nanoribbons. In2Se3 (Mw = 466.52 g/mol) crystallizes in the

hexagonal system with space group P63/mmc, lattice parameters a = b
= 4.025 Å and c = 19.235 Å, and Z = 2. VLS In2Se3 ribbons were
prepared using a method developed previously by our group,21 with
polycrystalline In2Se3 as source powder and source temperature of 700
°C maintained for 4 h.
GaSe Nanoribbons. GaSe (Mw = 148.69 g/mol) crystallizes in the

hexagonal system with space group P63/mmc, lattice parameters a = b
= 3.742 Å, c = 15.919 Å. GaSe nanobelts were prepared following a
modified version of the vapor−liquid−solid (VLS) growth method of
Peng et al.22 Quartz substrates were covered with 20 nm diameter Au
particles and placed downstream in a 12 in. horizontal tube furnace
(Lindberg/Blue M) equipped with a 1 in. diameter quartz tube, with
source polycrystalline GaSe powder in the middle of the furnace. High-
purity N2 premixed with 2%H2 (99.999%) acted as a carrier gas. The
tube was repeatedly flushed with the carrier gas at 150 mTorr to
decrease oxygen contamination, and maintained at 115 sccm at a
pressure of 1 atm during growth. The source temperature was ramped
to 800 °C at a rate of 70 °C/min, and maintained for 3 h.
Cu Intercalation. In a typical reaction, the source material was

added to a 10 mM solution of tetrakis(acetonitrile) copper(I)
hexafluorophosphate in acetone and kept just under reflux (at 45
°C) for four hours. Prior to the reaction, glassware is cleaned in an acid
bath and soaked overnight in acidic distilled water to adjust the pH to
4 to 6.5.
Characterization. The elemental composition, structure, lattice

constants, and oxidation state of the intercalant were confirmed with
several characterization tools. In situ transmission electron microscopy

(TEM), diffraction, images, and energy dispersive X-ray (EDX)
spectroscopy were acquired on single nanostructures on a FEI Tecnai
G2 F20 at 200 keV with a Gatan double-tilt heating holder. Electron
energy loss spectroscopy (EELS) was performed on the same
instrument operated at 200 keV. Raman spectra were collected using
a WiTec Alpha 500 Spectrometer System with a laser excitation of 532
nm. X-ray diffraction (XRD) data was acquired using a PANalytical
X’Pert Pro 2 using Cu Kα X-ray radiation source (1.54 Å) by
performing a 2θ to ω scan at 45 kV and 40 mA. X-ray photoelectron
spectroscopy (XPS) data was collected with a PHI VersaProbe
Scanning XPS Microbe using Al Kα radiation (1486 eV), with source
material on a silicon substrate.

■ RESULTS AND DISCUSSION
We intercalated into several layered nanomaterial oxides and
chalcogenides (MoO3, In2Se3, Sb2Te3, and GaSe).
TEM images before and after Cu atom intercalation are

shown in Figure 2, revealing that the morphology is preserved.

No particulates or aggregates of copper are seen on the
nanowires. No polycrystalline diffraction rings are observed in
the electron diffraction patterns, confirming absence of
nanoparticle aggregates. The stripe-like phase of a charge
density wave is also visible in the intercalated MoO3 wires
(Figure 2).
The amount of copper was quantified using EDX

(Supporting Information; Figure S1). Table 1 provides the
maximum atomic percentage of zero-valent copper intercalated
into the various nanomaterials using a 10 mM solution of
precursor copper (I) salt in acetone held at reflux for four

Figure 2. TEM images (including SAED diffraction patterns) for
materials before and after Cu0 intercalation.
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hours. Highest intercalation concentrations are observed in the
selenides. For comparison, up to 60 atomic percent of copper
can be intercalated into Bi2Se3 nanoribbons under similar
reaction conditions.23

In previous work, at high enough densities of Cu
intercalation, superlattice patterns could be observed in the
selected area electron diffraction (SAED) patterns collected
using TEM.13 Superlattice patterns indicative of copper
intercalant ordering are also seen here in In2Se3 and GaSe
(Figure 2). Both show a hexagonal pattern of ordering similar
to our previous observations of copper intercalated Bi2Se3
(Supporting Information; Figure S2). Diffraction patterns are
observed by looking down a 3-fold symmetry axis. A
superlattice will have a subset of those crystal symmetries and
will also be 3-fold. The simplest Bravais lattice with 3-fold
rotational symmetry is hexagonal, which explains the
consistency in observation of a hexagonal superlattice pattern
for these host crystal structures.
Using XRD, the contraction or expansion of the unit cell

volume due to intercalation was observed for MoO3, Sb2Te3,
and In2Se3 (Figure 3). Assignment of the peaks also confirmed
that the expected structures of the host materials had been
synthesized. For MoO3, the b lattice parameter, dictated by
layer spacing and calculated from the (060) peak, shifts from
13.931 Å to 13.856 Å with copper intercalation. This
corresponds to a lattice d-spacing shift from 2.322 Å
(38.783°) to 2.309 Å (39.004°). The observed peaks match
earlier conclusions of (0k0) characteristic diffraction peaks of
MoO3 and the preferred orientation of the sample.24 For
Sb2Te3, the c lattice parameter, calculated from the (006) peak,
shifts from 33.306 Å to 33.221 Å. This corresponds to a d-
spacing shift from 5.551 Å (15.966°) to 5.537 Å (16.0065°).
Additional peaks were observed in Sb2Te3 diffraction patterns
(marked with an asterisk), which likely result from unreacted
Te still present in the sample. These peaks did not follow the
trend of shifted lattice parameter to match contraction of the
lattice. The shift in c lattice parameter from 18.795 Å to 18.805
Å with copper intercalation was observed for In2Se3 (calculated
from the (004) peak). This corresponds to a d-spacing shift
from 4.699 Å (18.886°) to 4.701 Å (18.876°). Because of low
sample volume and since large variations in crystallinity exist
between different substrates of prepared GaSe, XRD was not
performed. With varying amounts of intercalant, we see both
contraction and expansion in the lattice. This has been
observed previously with other intercalant systems.25 In
particular, since contraction has previously been associated
with acceptor intercalants, we suspect that the Cu-intercalated
MoO3 is “low-valent” and exhibits some electron sharing, as
discussed further below.26 For the case of Sb2Te3, the presence
of excess unreacted metal may have limited the intercalation
reaction, as the Te could have occupied some of the available
space in the van der Waals gaps.27

Intercalation was further confirmed by the shift in peaks
observed using Raman spectroscopy (Figure 4). The bulk
spectra of GaSe was obtained from the precursor synthesis
powder. The bulk spectra of MoO3 was obtained from a
database of bulk mineral samples, as compared to the
synthesized materials in this study.28 Additionally, the different

Table 1. Maximum Atomic Percentage of Zero-Valent
Copper Intercalated into Synthesized Materials Using a 10
mM Solution of Cu Precursor in Acetone

structure
intercalated compound

stoichiometry
atomic percent of Cu0

intercalation

MoO3 Cu0.12MoO3 3
Sb2Te3 Cu0.88MoO3 15
In2Se3 Cu2.14In2Se3 28.79
GaSe Cu2.34GaSe 54.60

Figure 3. XRD spectra for MoO3, Sb2Te3, and In2Se3 before and after
Cu intercalation. The inset of MoO3 demonstrates the peak shift of the
(060) peak. Similar shifts are present in Sb2Te3 (inset of (006) peak)
and In2Se3 (inset of (004) peak).

Figure 4. Raman spectra for MoO3 and GaSe, demonstrating the
unique peak shifts due to intercalation.
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experimental setup further explains the shift in peaks from the
bulk to the nano samples in each case.
For MoO3 (Figure 4A), several peaks corresponding to

asymmetric stretches and wagging modes of the terminal
oxygens29,30 shifted to lower wavenumber values. In particular,
the Ag (354.96 to 353.87 cm−1 and 1012.90 to 1008.09 cm−1,
corresponding to the symmetric stretch and vibration of the
terminal oxygen atoms), B2u (262.49 to 260.11 cm−1 and
394.90 to 392.60 cm−1, representative of asymmetric stretches
of the terminal oxygen atoms), and B2g and B3g (305.32 to
302.56 cm−1, corresponding to asymmetric stretches of the
terminal oxygen atoms) modes shifted to lower wavenumber
values. No change was observed for the modes associated with
the O−Mo−O bridging oxygen atom stretches at 666 and 820
cm−1.
As the intercalated atoms sit between layers, the terminal

oxygen groups in the MoO3 structure have less space, resulting
in less vibrational freedom. The shift in these frequencies
indicates interaction between the copper intercalant and these
oxygen atoms sitting within the van der Waals gap of the MoO3
host. The interlayer modes are located below detection
frequencies of the instrument used for this study.
Given that the characteristic Raman modes are observed

below 200 cm−1, it was not possible to characterize Sb2Te3 or
In2Se3 with the experimental setup used.31 The spectra for
GaSe (4B) showed similar shifts of the A1

1 and E′ peaks to
lower energy after Cu intercalation, which both correspond to
vibrations within the covalently bound layers. Given the
restricted motion of the atoms after extensive intercalation, it
makes sense that less energy was required for these vibrational
frequencies.32−35

As in our previous studies on Bi2Se3,
13,14 EELS fine structure

and XPS measurements were used to confirm the zero-valent
nature of the copper intercalant. Fine structure plots for In2Se3
and GaSe are shown in Figure 5, along with reference plots for

Cu0, Cu+, and Cu2+. No sharp peaks are observed (as seen in
mono- and divalent copper) in the samples, and the peak
pattern closely matches that of zero-valent copper. It should be
noted that the nanoribbon tested using EELS for zero-valency
was the same that is shown in Figure 2.
The EELS fine structure for MoO3 was a unique case, as the

observed peak appears to be a mix of the Cu0 and Cu2+ fine
structures (Figure 6).
As shown in Figure 5, Cu2+ and Cu+ exhibit sharp L2 and L3

edges, whereas Cu0 shows only broad edges due to its
completely filled 3d band.36 The EELS fine structure plot for
Cu0.12MoO3 (Figure 6B) shows a noticeably sharp L3 edge (like
Cu2+), but the peak is also clearly broadened (as in Cu0). This

is further evidenced by the shift in Mo binding energy and
broader satellite peaks (at approximately 940 and 960 eV)37

observed in the Cu binding energy measurement with XPS.
Satellite peaks are characteristic of Cu2+ structures. At the same
time, the Cu p3/2 peak has been shown to broaden with
increase in oxidation state from Cu0 to Cu2+, as well as increase
to higher values.38 In particular, an extremely broad peak
(fwhm = 3.8, similar to this sample) has previously been
evidence of multiple valence states with overlapping peaks, so
we suspect that copper exists in different environments within
the structure, likely due to the presence of terminal oxygen
atoms within the van der Waals gap where the copper is
intercalated.
The structure of MoO3 (Figure 1) consists of molybdenum

atoms bound in a distorted octahedral configuration by both
bridging oxygen atoms and nonbridging oxygen atoms.
Nonbridging oxygen atoms extend toward the van der Waals
gap between successive layers. Materials intercalated into the
van der Waals gap of MoO3 will have increased interaction with
these nonbridging oxygen atoms. This also makes the van der
Waals gap smaller than other selenide and telluride materials
studied in this work.
EDX was used to quantify the atomic percentage of copper

(Supporting Information; Figure S1). A constant ratio of the
intensity of Sb/Te peaks as 0.84 before and after intercalation
was confirmed. The intensity ratio of In/Se also remained
constant before and after intercalation. It was difficult to
quantify a constant ratio of Mo/O before and after intercalation
given the large quantities of oxygen present in ambient
conditions.
We have previously outlined the disproportionation of

monovalent copper under the reaction conditions to zero-
valent and divalent species.13 We proposed that zero-valent
intercalation is thermodynamically and possibly kinetically
favored (over nucleation of nanoparticles in solution) due to
the low concentrations of metal atoms generated and their
limited solubility in organic solvents.14 There are several
different components that can affect the amount of copper
intercalated into the samples, including the duration of
intercalation and the concentration of copper precursor salt
relative to nanomaterial. For example, in solvothermally or

Figure 5. EELS fine structure plots, confirming the zero-valent nature
of the intercalated copper.

Figure 6. EELS fine structure plots and XPS binding energies
exhibiting the electron sharing that likely occurs between O and Cu in
intercalated MoO3.
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hydrothermally prepared materials, there will almost always be
some of the precursor water or ethylene glycol in the van der
Waals gap, which affects the amount of copper that can be
intercalated in, since it alters the environment and takes up
space. Another factor is the nature of the van der Waals gap
itself. For example, in MoO3, the oxygen atoms sit in the van
der Waals gap and can interact with the copper intercalant,
preventing large amounts of uptake. The number of defects and
the nature of the edges of the nanomaterial also likely play a
role.

■ CONCLUSION
We have demonstrated that the previously reported chemical
method to intercalate high densities (up to 55 atomic percent)
of zero-valent Cu atoms is general by intercalating into a variety
of layered materials, including MoO3 (Cu0.12MoO3), Sb2Te3
(Cu0.88Sb2Te3), In2Se3, (Cu2.14In2Se3), and GaSe (Cu2.34GaSe).
Precipitates were not observed in TEM, either visibly or within
the diffraction patterns. Superlattice patterns were observed for
materials with atomic percentages of copper greater than 15%.
The morphology of each material was preserved after
intercalation. XRD spectra demonstrate contraction and
expansion of the unit cell as a result of intercalation. Raman
results demonstrate peak shifts as a result of intercalation. EELS
fine structure and XPS measurements confirm the intercalated
Cu is of zero-valent nature. Additionally, the intensity ratios of
Sb/Te and In/Se, remained constant before and after
intercalation, confirming that the presence of Cu atoms does
not disrupt the host structure.
Combined with our previously reported technique to

intercalate different zero-valent metal atoms into layered
structures, we have proposed a general template to intercalate
zero-valent atoms into different layered materials and tune the
process for the desired chemical or physical properties. This
offers potential impact to generate fundamentally new and
unexpected behaviors and serves as a novel form of atomic
storage for possible energy or catalytic materials applications.
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